
Table I-2: 2000 Plastics Combusted (Gg), Carbon Content (%), and Carbon Combusted (Gg) 

Factor PET 
HDP

E PVC 
LDPE/ 

LLDPE PP PS Other Total 
Quantity Combusted  449 960 303 1,217 727 496 936 5,088 
Carbon Content of Resin 63% 86% 38% 86% 86% 92% 66% a - 
Carbon in Resin Combusted  275 807 114 1,022 611 449 604 3,881 
Emissions (Tg CO2 Eq.)b 1.0 3.0 0.4 3.7 2.2 1.6 2.2 14.2 
a Weighted average of other plastics produced in 1998 production. 
b  Assumes a fraction oxidized of 98 percent. 
Note:  Totals may not sum due to independent rounding. 


